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L2 d REYEH THIE PR-320083 3,7V 2700mAh 9, SoWn
#&54# | Chinese
Name of Sample | o & Polymer lithium-ion battery PR-329083 3,7V 2700mth 9. 99%n
English
o5 1115040123
Sample No.
EY R V) AMNTCLERE A B4 &)
Consignor TCL Hyperpower Batteries Inc
Vs 2 HMICLSAERMA A &)
Manufacturer TCL Hyperpower Batteries Tnc
B RER CRT R L RMENL D HLERAD (18cth) $BINE 1885 2,
UNITED NATIONS “Recommendations on the TRANSPORT OF DANGEROUS GOODS" Model
Test method Regulations(18th) special provisions 188
HE ik AR (T RRRDERORN D BETAD (18th) 45 TRMIE 1R85 2.
it UNITED NATTONS “Recommendations on the TRANSPORT OF DANGEROUS GOODS” Model
Criterion Regulations(18th) special provisions 188
o
A EIR 257 S 464K (420mm X 260mm X 230mm) A EL120 et
Appearance Rectangle corrugated carton('IZOmmX:?GOmmXZBOmm},containing 120 lithium batteries,
Gt L -F Y 9015-04-23 HRIALE BB 2015-04-28 ~ 2015-04-29
Accepted Date Test Date
: L 2mBA AN AR TR
BRA A L.2m Drop test. Gross Weight Measure
Test ltems
B A R RZ 1. 2R Bk, HASR i 4 0, AP RBAS AT
R ﬁﬂmﬂ@@ﬁm&ﬁw#%&&:&iﬁﬂnﬁ&:ﬁ%& 6kg(£HE) .
B The tested package is capable of withstanding a 1.2m drop test in any orientation
without damage to cells or batteries contained therein, without shifting of the
Conclusion contents so as to allow battery to battery or cell to cell contact and without
release of contents. The weight of the package is 8. 6kg gross mass.
R W (Date) s 2015-04-30
& MEE: BEFH. loner package:plastic tray,
4.
Comment
B FoE RN / HRE G AL
< !/
ng:z::' Post Code
PR % R Tk (1L
Approver: Checker:
BE
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BB B LA R ERRAFERRT Bl R AR i
E"g' Name of Test | Standard requirement or The Test Result Coneliis] Remstk
No ltems Clause Number of Standard eskhesy PRGN Lol
. i B RIS, WEPISE
am ok Faomicn | | g -
AR 15 *’1 © : % The package is not
A (I8th) $FBRHLE188% |~ |cracked, the contents
R ooy are not damaged and
UNITED NATIONS % | not shified.
“Recommendations on the
TRANSPORT OF DANGEROUS
GOODS” Madel HEERIRE, MY
Regulations(18th) = T
12X special provisions 188 The package is not
1 ﬁ“ﬁﬁ{gﬁ % | cracked, the contents
¥ % A.Fﬁ /
1.2m are not damaged and =] /
Drt;p Test % |not shifted. Passed
AERER, AT
A |57,
Tae package is not
#% | cracked, the contents
are not damaged and
7% |not shifted.
B Gk sl itiaih
EEE?HJ; fﬂ.ﬁ?ﬁ .
1 ) (18th) FFERME188
Bt 3 5 3
BRI UNITED NATIONS 8.6Kg &g /
2 Gross “Recommendations on the Passed
Weight TRANSPORT OF DANGEROUS
Measure GOODS” Model
Regulations(18th}
special provisions 188
T"ﬂ“ REAM | oo 000 FRRIT /S
est Environment Ambient temperature:23°C,Ambient humidity:/%
Condition
BEAR r
SOBBHA Test ltem
)
Subcontracted Test SOUERE 27 / R /
Condition Subcontracted Bl Eost Sede
Laboratory ik / LA /
Address Tel
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