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1.2m Drop Test Report

A. Test Information

Standard requirement or

The Clause Number of Standard Test Condition Requirement

Corner

1.2m Box Drop Without ;

- Damage to cells or batteries contained therein

- Shifting of the contents so as to allow battery
to battery (or cell to cell) contact

- Release of contents

UNITED NATIONS .
) . - 1stdrop : corner
Recommendations on the - 2nd drop : flat on the bottom
TRANSPORT OF DANGEROUS P:

» . - 3rd drop : flat on the top

th
GOO.DS quel Regulations(187) | _ 4th drop : flat on the long side
special provisions 188

- 5th drop : flat on the short side

B. Box Information

Dimensions (mm) 383 *280 * 183 Battery Quantity (ea/Box) 12
Gross weight (Kg) 5.740 Net Weight of Batteries (Kg) 4.304
C. Image D. Test Result
Image-1 Image-2 Result Result Detail

The box was not cracked,

PASS The contents were not damaged/shifted.
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